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DECO SEATING LIMITED 
ROOM 1609,16 FLOOR, MAIN TOWER OF GUANGDONG INTERNATIONAL HOTEL,  
NO.339 HUANSHI EAST ROAD,GUANGZHOU,GUANGDONG,P.R CHINA 
 
 
 
The following sample(s) was / were submitted and identified on behalf of the client as: 

Sample Description : PALMA SST201 ARM CHAIR WITH E-COATING 

Buyer Item No. : DSS17 PALMA 

Country of Origin : CHINA 

Sample Receiving Date : Sep.17, 2018 

Test Performing Date : Sep.18, 2018 to Sep.26, 2018 

 

Test Result Summary 

Test(s) Requested Result(s) 

ISO 9227-2017 (NSS, 5%, 48 hours) Grade 10 

Summary: 

1. For further details, please refer to the following page(s). 

 

 

 

 

 

 
 
 
 
 
 
  

 

Signed for and on behalf of 
Shunde Branch 
SGS-CSTC Co., Ltd. 

 

 

 
 

 

Bill Wang 
Approved signatory  
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TESTS AND RESULTS 

 
Test Conducted:  

ISO 9227-2017 Corrosion Tests in Artificial Atmospheres — Salt Spray Tests 

 
No. of Sample: 
1 piece (Sample #1). For more sample information and pictures, please refer to the following page. 

 
1. General Information: 

Test Method: Neutral Salt Spray 
- Concentration of NaCl Solution: 5% Sodium Chloride Dissolve in 95% Distill Water 
- pH of Salt Solution: 6.5~7.2 

- Measure of the salt fog fall: 1.5 ± 0.5 (ml/80cm
2
/h) 

- Test Duration: 48 hours 

- Test Temperature: 35 ± 2 °C 
2. Observation Rating (Evaluating based on ISO 10289:2001) 
 

1. The observation rating is based on ISO 
10289:2001 which is just method 
standard. Pass and Fail criteria will 
depend on buyer’s acceptable 
specifications. 
2. The observation rating is based on the 
11-step scale of 0 to 10, where 0 is bad 
and 10 is good. 

Rating (RP or RA) Area of defects A (%) 

10 No defects 

9 0 < A ≤ 0.1 

8 0.1 < A ≤ 0.25 

7 0.25 < A ≤ 0.5 

6 0.5 < A ≤ 1.0 

5 1.0 < A ≤ 2.5 

4 2.5 < A ≤ 5.0 

3 5.0 < A ≤ 10 

2 10 < A ≤ 25 

1 25 < A ≤ 50 

0 50 < A 
3. Test Results 

Specimen No. Observation Rating 

# 1 Grade 10 

 
Remark: 
1. For the sample information and pictures, please refer to the following page. 
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Sample as Received 

 

 
View 1 

 

 
View 2 

 

 
View 3 

 

 
View 4 

 

 
View 5 
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Test Pictures after Salt Spray Test 

 

 
View 1 

 

 
View 2 

 

 
View 3 

 

 
View 4 

 
***End of Report*** 
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